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Change Letter

Document:
Minimum Sampling and Testing Guide

Letter Code:
MST-3

Subject:
Minimum Sampling and Testing Guide modified to
conform to system based Independent Assurance
Program.

Effective Date:
May 15, 2003

Summary:

Introduction - Modified
Section 3 -  Schedule for Independent Assurance Sampling and Testing - Eliminated
Section 4 - Testing frequencies schedule for Quality Management Plans (QMP’s) modified to

add Frequency for Reinforcing Steel Galvanized Coating

Troy Peterson, P.E.
Quality Assurance Engineer

Timothy Biel, P.E.
Engineer for Materials


